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Onucanue

HK MHHOBALIUUA

Cpe,D,CTBa TEXHUYECKOW OMarHOCTUKMN

PFINDER 530 npeactaBnseTt cobon KOHUEHTpaT Npucagok ANA onTUManbHOM 3alluTbl OT
KOppo3unm un obecneyeHnss cMauvMBaloWMX CBOWCTB [ANsl MarHMTHOrO Mopollka wnm
MarHuTHbIX KoHueHTpaTtoB PFINDER, pacTBopsaembIx B BOAeE.

IIpumenenue

I/I,u,eaanaﬂ KOHUEeHTpauna ona ncnosib3oBaHUA MOXET BapbMpoBaTbCA B 3aBUCUMOCTU OT
nHanBmnayanbHbIX NPUYKH. I'IoeTomy cnegywuine 3HavyeHna cneagyet NoHMMaTb TONbKO Kak
ykasaHue:

1kr PFINDER 530 gns 40 n (koHueHTpauus 2,5%)

Onwncanwne npouecca cornacHo EN 1ISO 9934-1

GREEN ¢ Z IlpemmymecrBa senenoro HK
" 4 z CepruMKaThI M COOTBETCTBISA
@ 5" He onaceH
o
i = bessanaxa
o z MpoaykT cooTBEeTCTBYET
9 = OTCyTCTBME AMUHOB, HUTPUTOB U FAIOTEHOB cnegyoLmM creundukauusm /

noaxoauT Ans UCMONb30BaHNA B
COOTBETCTBUM C:

AS 4792
Vcnonp3oBanne 1 IKOHOMUYECKNE IPENMYLIECTBA
* iHaMBMAayanbHas HacTpoWka CBOWCTB 3aLLMTbI OT KOPPO3UK w
= YnyJlleHne cMayMBaloLLX CBONCTB \)\
= ONTMMU3NPOBaHHbIE NEHOO6Pa3yoLLMe CBONCTBA GP‘
1 A\A“
" YCTTIOBMS XPAHEHUS CPOKTOHOCTH )
5n kaHucTpa. 3 roga

JaHHble pacghacoeku MocmosiHHO Ha cknade

XpaHeHue ot + 5°C go +45°C

- J
[ Texnmueckue IapamMeTphl A
MnoTHocTs /15°C DIN EN ISO 12185 1080 £ 15 kg/m?*
3HaveHve pH (p-p 5%) 1SO 4316 ca. 79

- J/



http://ndt.pfinder.de/mt-en/magnetic-particle-testing-method/procedure-mt



