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HK WUHHOBALIUA

CpenctBa TEXHUYECKOW OMarHOCTUKK

PFINDER 115 npeacraenseT cobon BOAHO-CyCNeHANpYyeMbIn KOHUeHTpaT
(PNIYyOPECLEHTHOTO  MarHMTHOrO  MOpoLWKa CO  crneuuanbHbiMuM  fobGaBkamu  Ans
marHutonopolukosoro koHTpond. PFINDER 115 onpepenseT noBepxHOCTHble AedekTbl
HamarHW4eHHbIX MaTtepuanos nog genctenem Y®d-ceeta (365 Hm).

KoHueHTpat PFINDER 115 gomxeH 6biTb nepemeluaH B Boge. PaBHOMEpHyO gucnepcuto
YacTuL, MOXHO MonyyYnTb oveHb bbicTpo. PFINDER 115 nMmeeT o4eHb BbICOKOE COAepXKaHue I'J

IR ERA R

MopoLLKa.

PFINDER 115
[Ipumenenune et

WpoeanbHas ncnonbdyemMasa KOHUEeHTpauua MOXeT MEeHATbCA B 3aBUCMMOCTU OT Cunbl
HaMarHnymBaHuda, COCTOAHUA MOBEPXHOCTU U BPEMEeHU NMPOMbIBKU. |_|03TOMy cnegywuwume

3Ha4YeHud criegyeT NOHUMMaTb TOJIbKO KaK yKa3aHue:

1 kr PFINDER 115 gns pa3BegeHnus B 40 n ao 100 n Boabl (kOHUeHTpaumsa ot 2,5% no
1,0%) PFIN‘DER KG

Onwucanue npouecca cornacHo EN ISO 9934-1

GREEN ¢ 7 IIpenmymecrna serenoro HK
& CeprudKaThI ¥ COOTBETCTBYA
-5 " He onaceH
.5 MpoaykT cooTBETCTBYET
; €3 sanaxa cnegyloLwmm cneundukaumnsam /
g = OTCyTCTBVIe aMUHOB, HUTPUTOB U rarioreHoB nogxoauT And Ucnorib3oBaHUA B
5 COOTBETCTBUM C:

EN ISO 9934-2, ASME V Art.7,
ASTM E 1444, ASTM E 709,
AS 4792, AMS 3044, RCC-M.

Vicnonp3oBaHne 1 DKOHOMIWYECKNE IPENMYIIeCTBa

= OcTpble 1 CTaburbHble NHANKATOPHbIE NMMHUUN C HU3KON (DOHOBOM ¢)n ecLieHunen Huskoe copepxate cepbi 1
ranoreHoB B cooTBeTcTBuUM ¢ EN
' ll = C 3(hheKTMBHOM 3aLLMTON OT KOPPO3UM 1ISO 9934-2.

= ONTUMW3NPOBAHHOE BCMIEHNBAHME W YBRaXHsoLLIME W

= COBMECTMMOCTb C LIBETHBIMW MeTannamm A““
1

/ YCITOBUS XPAHEHUSA CPOKTOTHOCTU )

1n 6yTbINb, 51 KaHKCTpa. 2roga
[aHHbie pacghacoeku nocmosiHHO Ha cknade

XpaHeHue ot + 5°C go +45°C

- J

/TCXHI/I‘ICCKMC nmapameTpbl A
Mnothocte /15°C DIN EN ISO 12185 1140 £ 15 kg/m? KoHLeHTpauua yacTuLy AMS 3044 ca. 0,25 mL /100 mL
3Hauenme pH (pacteop 2%) 1SO 4316 8,75+0,25 (pactBop 2%)
Paamep yactu Pfinder 080.900Q01 ca. 3pm

\_ Koadpcpuument conyopecuerumm  DIN EN ISO 9934-2 ca. 2 cd/W )



http://ndt.pfinder.de/mt-en/magnetic-particle-testing-method/procedure-mt



